
Geochemical
Lab Report

Bondar-CW^i, Inc.
1298t) West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDARCLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32383.4 ( COMPLETE ) REFERENCE INFO: 0-290

CLIENT: BROHM MINING CORP. 
PROJECT: R89-619

SUBMITTED BY: J. BARRON 
DATE PRINTED: 10-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 58 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 58 2 -150 58 Assay Prep 58
Sasple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-C~, Inc. 
1298'6 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR·CLEGG 

Geochemical 
Lab Report 

A Dl\'1S1O:'i OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32363.4 (COMPLETE> 

CLIENT: BROHi'! NINING CORP. 
PROJECT: R89-619 

ORDER 

1 Au 

ELENEHT 

Gold 

SANPLE TYPES 

D DRILL CORE 

JIIUNBER 

58 

REl'IARKS: Final results are ·reported. 

REPORT COPIES TO: MR. Jil'I BARROM 
l'IR. Jil'I BARROM 

MUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

58 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUMBER 

58 

REFERENCE INFO: 0-290 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 10-HOV-89 

l'IETHOD 

Fire Assay 

SANPLE PREPARATIONS NUNBER 

Assay Prep 
Saaple Pickup 

58 
1 

IMVOICE TO: NR. Jil'I BARRON 



Bondar-CEvg, Inc.
12980 Vfet cldar Dr.

Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 10-N0V-89

REPORT: D89-32363.4 PROJECT: R89-619 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-619-0-5 0.006 D2 R89-619-200-205 0.012
D2 R89-619-5-10 0.005 D2 R89-619-205-21Q 0.023
D2 R89-&19-10-15 0.008 D2 R89-619-210-215 0.009
D2 R89-&19-15-20 0.006 D2 R89-619-215-220 0.011
D2 R89-619-20-25 0.022 D2 R89-619-220-225 0.010

D2 R89-619-25-30 0.070 D2 R89-619-225-230 0.051
D2 R89-619-30-35 0.008 D2 R89-619-230-235 0.014
D2 R89-&19-35-40 0.006 D2 R89-619-235-240 0.030
D2 R89-619-40-45 0.004 D2 R89-619-240-245 0.021
D2 R89-619-45-50 0.005 D2 R89-619-245-250 0.012

D2 R'89-619-50-55 0.008 D2 R89-619-250-255 0.028
D2 R89-619-55-60 0.002 D2 R89-619-255-260 0.023
D2 R89-619-60-65 0.002 D2 R89-619-260-265 0.011
D2 R89-619-65-70 0.004 D2 R89-619-265-270 0.015
D2 R89-619-70-75 0.004 D2 R89-619-270-275 0.028

D2 R89-619-75-80 0.002 D2 R89-619-275-280 0.024
D2 R89-619-80-85 0.010 D2 R89-619-280-285 0.018
D2 R89-619-85-90 0.008 D2 R89-619-285-290 0.137
D2 R89-619-90-95 0.008
D2 R89-619-95-100 0.022

D2 R89-619-100-105 0.016
D2 R89-619-105-11Q 0.002
D2 R89-619-110-115 0.004
D2 R89-619-115-120 0.003
D2 RB9-619-120-125 0.003

D2 R89-&19-125-130 (0.002
D2 R89-619-130-135 0.004
D2 R89-619-135-140 0.005
B2 R89-619-140-145 0.005
D2 R89-619-145-150 0.008

D2 R89-619-150-155 0.009
D2 R89-&19-155-160 0.008
D2 R89-619-160-165 0.004
D2 R89-619-165-170 0.022
D2 R89-619-170-175 0.005

D2 R89-619-175-180 0.011
D2 R89-&19-180-185 0.011
D2 R89-619-185-190 0.010
D2 R89-619-190-195 0.011
D2 R89-619-195-200 0.005

Bondar-CI· ~. Inc. 
12 W I cclar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 089-32363.4 

SAl1PLE ELEl1EHT 
HUl1BER UHITS 

D2 R89-&19-0-5 
D2 R89-619-S-10 
D2 R89-619-10-15 
D2 R89-619-1S-20 
D2 R89-&19-20-25 

D2 R89-&19-25-30 
D2 R89-&19-30-35 
D2 R89-619-35-40 
D2 R89-619-40-45 
D2 R89-&19-45-50 

D2 R89-&19-50-55 
D2 R89-&19-55-60 
D2 R89-619-60-65 
D2 R89-&19-65-70 
D2 R89-619-70-75 

D2 R89-619-75-80 
D2 R89-619-80-85 
D2 R89-619-8S-90 
D2 R89-619-90-95 
D2 R89-619-95-100 

D2 R89-619-100-105 
D2 R89-619-105-110 
02 R89-619-110-115 
D2 R89-619-115-120 
D2 R89-619-120-125 

D2 R89-619-125-130 
D2 R89-619-130-135 
D2 R89-619-135-140 
D2 R89-619-140-145 
D2 R89-619-145-150 

D2 R89-619-150-155 
D2 R89-619-155-160 
D2 R89-619-160-165 
D2 R89-619-16S-170 
D2 R89-619-170-175 

D2 R89-619-175-180 
D2 R89-619-180-185 
D2 R89-619-18S-190 
D2 R89-619-190-195 
D2 R89-619-195-200 

Au 
OPT 

0.006 
0.005 
0.008 
0,006 
0.022 

0.070 
0.008 
0.006 
0.004 
0.005 

0.008 
0.002 
0.002 
0.004 
0.004 

0.002 
0.010 
0.008 
0.008 
0.022 

0.016 
0.002 
0.004 
0.003 
0.003 

(0.002 
0.004 
0.005 
0.005 
0.008 

0.009 
0.008 
0.004 
0.022 
0.005 

0.011 
0,011 
0.010 
0.011 
o.oos 

BC 
BONDAR-CLEGG 

I\ DI\ 1510\ m 1"-CHCAPE: l:'JSPECTIO'II &. TESTI\G SER\ ICES 
DATE PRINTED: 10-HOV-89 

I PROJECT: R89-619 

SAl1PLE ELE11ENT Au 
HUl'IBER UHITS OP 

D2 R89-619-200-205 0.012 
D2 R89-619-205-210 0.023 
D2 R89-619-210-215 0.009 
D2 R89-619-215-220 0.011 
D2 R89-619-220-225 0.010 

D2 R89-619-225-230 0.051 
D2 R89-619-230-235 0.014 
02 R89-~19-235-240 0.030 
D2 R89-619-240-245 0.021 
D2 R89-619-245-250 0.012 

D2 R89-619-250-255 0.028 
02 R89-619-255-260 0.023 
D2 R89-619-260-265 0.011 
D2 R89-619-265-270 0.015 
02 R89-619-270-275 0.028 

D2 R89-619-275-280 0.024 
D2 R89-619-280-285 0.018 
02 R89-619-285-290 0.137 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CQRP. 
HR. JIM BARRON 
P.O. BOX 465 
DEADWOOD, SB 
57738

Invoice s DO I GO :t 0, Page 1 

Date s 14-■•NO0-69

Report Hos D69-38303.4 
Project s R89-610 
R e f e T: © n c © 'if O - 8 9 O

5 6 A n a j, y « e s a f G o 1 d 
Subtotal

S amp 1 © P v e p a r a i; i o n
56 Samples of Assay Prep 
1 Sample of Sample Pickup 

Subtotal

M i b c e 11 a n e o u s 0 h a r y e s
4% S.D. state sales tax 
2% Deadwood city sales tax 

Subtotal

Invoi

at 1* 7.00 400.00
% 406.00 $ 400.00

at % 3.00 $ 174.00
at $18.00 $ 18. 00

* 160.00 $ 160.00

$ 7.4 4
% 3. 72
$ 11.10 % 11.10

Iota1s $ 003.10

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

I (' 

I ' 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

V 

IIU 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

l ' u 

l J fl {) 





Geochemical
Lab Report

Bondar-Ck^o, Inc.
12^80 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDARCLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: 089-32365.4 ( COMPLETE ) REFERENCE INFO: 290-500

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-619 DATE PRINTED: 10-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 42 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 42 2 -150 42 Assay Prep 42
Excessive Wetness 1005
Sasple Pickup 1

REMARKS: Final results are ‘reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON

Bondar-C o, Inc. 
12 80 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32365.4 < CONPLETE) 

CLIENT: BROHN NINING CORP. 
PROJECT: R89-&19 

ORDER ELENEHT 

Au Gold 

SANPLE TYPES 

D DRILL CORE 

NUIIBER 

42 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ I 10~ 0~ I\CHCAPE l'JSPECTIO~ & TESTI\G SER\ ICES 

HUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

42 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUIIBER 

42 

REFERENCE INFO: 290-500 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 10-NOV-89 

IIETHOD 

Fire Assay 

SANPLE PREPARATIONS HUIIBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

42 
1005 

1 
L..._ ____________________________________________ ___J 

RENARKS: Final results are reported. 

REPORT COPIES TO: MR. JIN BARRON INVOICE TO: NR. JIN BARRON 
"" .I It, MUh'W'I IN 

L___ ________ j 

i 

_J 



Geochemical
Lab Report

Bondar-Cleg?, Inc.
12980 Vfest Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
PATE. PRINTED; 1Q-BW-M

REPORT: D89-32365.4 PROJECT: R89-619 PAGE 1

SAMPLE ELEMENT At! SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-619-315-320 0.020
D2 R89-619-320-325 0.022
D2 R89-619-325-330 0.057
D2 RB9-619-330-335 0.024
D2 R89-619-335-340 0.179

D2 R89-619-340-345 0.268
D2 R89-619-345-350 0.074
D2 R89-619-350-355 0.084
D2 R89-619-355-360 0.039
D2 R89-619-360-365 0.048

D2 R89-619-365-370 0.082
D2 R69-619-370-375 0.022
D2 R89-619-375-380 0.023
D2 R89-619-380-385 0.013
D2 R89-619-385-390 0.041

D2 R89-619-390-395 0.044
D2 R89-619-395-400 0.032
D2 R89-619-400-405 0,017
D2 R89-619-405-410 0.012
D2 R89-619-410-415 0.013

D2 R89-619-415-420 0.021
D2 R89-619-420-425 0.020
D2 R89-619-425-430 0,045
D2 R89-619-430-435 0.026
D2 R89-619-435-440 0.024

D2 R89-619-440-445 0.022
D2 R89-619-445-450 0.020
D2 R89-619-450-455 0.041
D2 R89-619-455-460 0.019
D2 R89-619-460-465 0.017

D2 R89-619-465-470 0,025
D2 R89-619-470-475 0.047
D2 R89-619-475-480 0.122
D2 R89-619-480-485 0.104
D2 R89-619-485-490 0.028

Bondar-C ", Inc. 
1298o ~est Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32365.4 

SA"PLE ELE"EHT 
HU"BER UNITS 

D2 R89-619-290-295 
D2 R89-619-295-300 
D2 R89-619-300-305 
D2 R89-619-305-310 
D2 R89-619-310-315 

D2 R89-619-315-320 
D2 R89-619-320-325 
D2 R89-619-325-330 
D2 R89-619-330-335 
D2 R89-619-335-340 

D2 R89-619-340-345 
D2 R89-619-345-350 
D2 R89-619-350-355 
D2 R89-619-355-360 
D2 R89-619-360-365 

D2 R89-619-365-370 
D2 R89-619-370-375 
D2 R89-619-375-380 
D2 R89-619-380-385 
D2 R89-619-385-390 

D2 R69-619-390-395 
D2 R89-619-395-400 
D2 R89-619-400-405 
D2 R89-619-405-410 
D2 R89-619-410-415 

02 R89-619-415-420 
02 R89-619-420-425 
02 R89-619-425-430 
D2 R89-619-430-435 
D2 R89-619-435-440 

D2 R89-619-440-445 
D2 R89-619-445-4~0 
D2 R89-619-450-455 
D2 R89-619-455-460 
D2 R69-619-460-465 

D2 R89-619-4~5-470 
02 R89-619-470-475 
02 R89-619-475-480 
D2 R89-E.19-480-485 
D2 R89-619-485-490 

,. 

Au 
OPT 

1.097 
3.327 
0.379 
0.213 
0.054 

0.020 
0.022 
0.057 
0.024 
0.179 

0.268 
0.074 
0.084 
0.039 
0.048 

0.082 
0.022 
0.023 
0.013 
0.041 

0.044 
0.032 
0.017 
0.012 
0.013 

0.021 
0.020 
0.045 
0.02E, 
0.024 

0.022 
0.020 
0.041 
0.019 
0.017 

0.025 
0.047 
0.122 
0.104 
0.028 

BC 
BONDAR-CUGG 

\ DI\ISIO\ m I\CH(API:: l~SPECTIO\ &. TESTl'iG Sl::R\ ICES 

SAMPLE 
NUl'IBER 

DATE PRINTED: 10-NOV-89 
I PROJECT: R89-619 

ELE"EHT 
UNITS 

Au 
OPT 

D2 R89-619-490-495 0.013 
02 R89-619-495-500 0.039 

Geochemical 
Lab Report 

PAGE 1 7 
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BONDAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MIMING CORP. 
MR. J.'I!M BARRON 
P.0,. BOX 465 
DEAD WOOD, SI)
5773a

Jr*voice s 1)016009, Page J

Date, r s 14-N0V-89

Report No# D69 '32365. 4 

•' ProJecbv.'J'2, iRJlTtrG 19 
Ke. Jjp.-i^jice i; £90-506

4a Analyses of Gold 
Subtotal

S a m p 1 e P r e p a r a t i o n
4£ Samples of Assay Prep 

1005 Samples of Excessive Wetness 
1 Sample of Sample Pickup 

Subto fcal

Miseellaneous Charges
4% 8.D« state sales tax 
Q% Deadwood city sales tax 

Subtotal

Invoice

at % 7.00 $ 294.00
$ 294» 00 $ 294.00

at $ 3.00 $ 126.00
at $ 0.20 $ 201.00
at $12.00 $ 12. 00

$ 339.00 $ 339.00

$ 13. 5 6
$ 6. 76
$ 20. 34 % 20. 34

otal z $ 653.34 U

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC--
IDIJAR-CLEGG 

11\u111-1 11J.1 11 1, uj 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-C'legg, Inc. 
12980 \\,e;t Cedar Dr 

Lakewood, Colorado 80228 
003) 989-1404 
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Geochemical
Lab Report

Bondar-Clepo, Inc.
12230 West dedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BCBONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32371.4 ( COMPLETE ) REFERENCE INFO: 500-635

CLIENT: BROHH MINING CORP, 
PROJECT: R89-619

SUBMITTED BY: J. BARRON 
DATE PRINTED: 10-NGV-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 27 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 27 2 -150 27 Assay Prep 27
Excessive Wetness 425

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO; MR. JIM BARRON

Bondar-Cle!>'\, Inc. 
12 West ~ Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A Dl\'ISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32371.4 ( COl'IPLETE > 

CLIENT: BROHN MIMING CORP. 
PROJECT: R89-&19 

ORDER 

Au 

SAl'IPLE TYPES 

D DRILL CORE 

Gold 

NUl'IBER 

27 

REl'IARKS: Fina. ·1•esults are reported. 

REPORT COPIES TO: MR. JIM BARRON 
l'IR. Jil'I BARRON 

NUl'IBER OF LOWER 
ANALYSES DETECTION Lil'IIT EXTRACTION 

27 0.002 on 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

27 

REFERENCE INFO: 500-&35 

SUBl'IITTED BY: J. BARRON 
DATE PRINTED: 10-NOV-89 

l'IETHOD 

Fire Assay 

SAMPLE PREPARATIONS HUl'IBER 

Assay Prep 
Excessive Wetness 

27 
425 

INVOICE TO: NR. Jil'I BARRON 



Geochemical
Lab Report

Bondar-Cleeg, Inc.
123$0 West fkiar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 10-N0V-89

REPORT: 069-32371.4 PROJECT: R89-619 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

02 R89-619-500-5Q5 0,016
02 R89-619-505-510 0.012
D2 R89-619-510-515 0,016
D2 R89-619-515-520 0.036
02 R89-619-520-525 0.026

02 R89-619-525-530 0.027
02 R89-619-530-535 0.012
02 R89-619-535-5A0 0.022
02 R89-619-540-545 0.014
02 R89-619-545-550 0.042

02 R89-619-550-555 0.014
02 R89-619-555-560 0.021
D2 R89-619-560-565 0.027
02 R89-619-565-570 0.022
02 R89-619-570-575 0.012

02 R89-619-575-580 0.019
02 R89-619-580-585 0.017
02 R89-619-585-590 0.021
02 R89-619-590-595 0.025
02 R89-619-595-600 0.024

02 R89-619-600-605 0.021
02 R89-619-605-610 0.030
02 R89-619-610-615 0.023
02 R89-619-615-620 0.018
02 R89-619-620-625 0.009

Bondar-Cleel(, Inc. 
12 P.OV/i t. !!dar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32371.4 

SAIIPLE ELEIIEHT 
HUIIBER UNITS 

D2 R89-619-500-505 
02 R89-619-505-510 
D2 R89-619-510-515 
D2 R89-619-515-520 
D2 R89-619-520-525 

02 R89-619-525-530 
D2 R89-619-530-535 
D2 R89-619-535-540 
D2 R89-619-540-545 
D2 R89-619-545-550 

D2 R89-619-550-555 
D2 R89-;19-555-560 
D2 R89-619-560-565 
D2 R89-619-565-570 
D2 R89-619-570-575 

D2 R89-619-575-580 
02 R89-619-580-585 
D2 R89-619-585-590 
D2 R89-619-590-595 
D2 R89-619-595-600 

D2 R89-619-600-605 
D2 R89-619-605-610 
D2 R89-619-610-615 
D2 R89-619-615-620 
D2 R89-619-620-625 

D2 R89-619-625-630 
D2 R89-619-630-635 

Au 
OPT 

0.016 
0.012 
0.016 
0.036 
0.026 

0.027 
0.012 
0.022 
0.014 
0.042 

0.014 
0.(121 
0.027 
0.022 
0.012 

0.019 
0.017 
0.021 
0.025 
0.024 

0.021 
0.030 
0.023 
0.018 
0.009 

0.006 
0.004 

------ - - ------------

BC 
BONDAR-CUGG 

A DI\ 1S10\ Or Ir--CHO.PE I\SPFCTI0:'I &. TESTI;o.;G SER\ ICES 
DATE PRINTED: 10-HOV-89 

I PROJECT: R89-619 

Geochemical 
Lab Report 

PAGE 1 
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Bondar-Clegg, lne.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP 
MR. JIM BARRON 
P„0„ BOX 485

Invoice s 1)016008, Pa tie I

Date : 14-NOV-8^

DEADWOOl), SD
57732

Report Nos 1)89-38371 
Project n R89-619

Re 1 efence s 500-035

. 4

27 Analyses of Gold
Sw btota .1

■
t
* ̂
5
-

O?
S
*

&•
p* 189.00

189.00 169.00

Sam p1b Prepa r ation
87 Samples of Assay Prep
425 Samples of Excessive Wetness

Su btota 3.

at 3.00 $
at $ 0.20 %

%

81„00
85.00
186.00 i 166.00

M:i.scell*neous Charges
4X S.B. state sales tax

2 % D e a d w o a d c i t y s a 1 e s t a x 
Subtotal

$
$

6 n 6 4
3. 38
9.96 * 9. 96

Invoice Total 8 % 364.96 U.S.

/'

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BDNDAA·Cl.EGG 

.. -
' ~lill"l 1lll~l.l1 1

1 l.(\h 
Mfi .. ,J[I l·•lfflll 
I .LJ,. ' • Ii 

l>L tlVv.lD(H , ,Ii 

HI" I 

bl 1 

l l ( II 

(1 1 H· 
(J 

it ,,. 

I I ( (. I J \ii"(') L f q 
l l 

l . t, 

·\ 

., t 

, ... 11 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

JI 

Bondar-Clegg, Inc. 
12980 West ( edar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

Jlt, ltJJI, [I 

I MU 

!/ 

t 1( "lJ 

(, 

', + .. ' I I 

/ 



brohm mining CO.

.. 

... '• ' . .. 



Geochemical
Lab Report

Bondar-Clege Inc.
1298fl*West Craar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT; 089-32373,4 ( COMPLETE ) REFERENCE INFO; 635-935

CLIENT; BROHM WINING CORP, 
PROJECT; R89-6I9

SUBMITTED BY: J. BARRON 
DATE PRINTED; 10-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Preo 60
Excessive Wetness 983
Sample Pickup 1

REMARKS; Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON"

INVOICE TO: MR. JIM BARRON

Bond'IJ'-Clesr Inc. 
129811 West c Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR·CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32372,4 ( CONPLETE) 

CLIENT: BROHN NIHING CORP. 
PROJEC r R89-619 

ORDER 

1 Au 

ELEl!ENT 

Gold 

SAl'!PLE TYPES 

D DRILL CORE 

NUNBER 

RENARKS· Final results are reported. 

REPORT COPIES TO: NR. JI!'! BARRON 
nN:. J jf'I nMRftllf'I 

MUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

60 0.002 OPT 

SIZE FRACTIOl'JS 

2 -150 

NUl'!BER 

60 

REFERENCE INFO: 635-935 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 10-NOV-89 

NETHOD 

Fire Assay 

SAl'!PLE PREPARATIONS NUNBER 

Assay Preo 
Excessive Wetness 
Sa1ple Oickuo 

60 
983 

1 

INVOICE 0: l'!R. JI!'! BARRON 
--



Geochemical
Lab Report

Bondar-Clegg. Ine.
1298oWest Ce^ar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BCBONDARCLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

BATE PRINTED: 1Q-NQU-89
REPORT: 089-32372.' PROJECT: R89-619 PAGE 1

SAMPLE ELEMENT At! SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 R89-619-635-640 0.009 02 R89-619-835-840 0.015
02 R89-619-640-645 0.007 02 R89-619-840-845 '* -0.M9
02 R89-619-645-650 0.006 02 R89-619-845-850 0.009
02 R89-619-650-655 0.030 02 R89-619-850-855 0.006
02 R89-619-655-660 0.012 02 R89-619-855-860 0.010

02 R89-619-660-665 0.005 02 R8 
02 R89-619-665-670 0.005 02 R8 
02 R89-619-670-675 0.003 02 R8 
02 R89-619-675-680 0.005 D2 R8 
02 R89-619-680-685 0.005 02 Rf

N619a860-8&5 ■;<. 0.010
>-Vl3:46I-fi70 0.004

1-619-870-875 — 0.003
1-619-875-880 0.013
1-619-88^5 0.015

02 R89-619-685-690 0.011 
02 R89-619-690-695 0.012 
D2 R89-619-695-700 0.016 
02 R89-619-700-705 0,009 
02 R89-619-705-710 0.014

02 R89-619-885-890 0.014 
02 R89-619-890-895 0.008 
02 R89-619-895-900 0.018 
02 R89-619-900-905 0.020 
02 R89-619-905-910 0.013

02 R89-619-710-715 0.036 02 R89-&19-910-915 0.010
02 R89-619-715-720 0.009 02 R89-619-915-920 0.014
02 R89-619-720-725 0.015 02 R89-619-920-925 0.013
02 R89-619-725-730 0.015 02 R89-619-925-930 0.017
02 R89-619-730-735 0.012 02 R89-619-930-935 0.013

02 R89-619-735-740 0.012
02 R89-619-740-745 0.010
D2 R89-619-745-750 0.013
02 R89-619-750-755 0,008
02 R89-619-755-760 0.014

02 R89-619-760-765 0.010
02 R89-619-765-770 0.012
D2 R89-619-770-775 0.025
02 R89-619-775-780 0.018
02 R89-619-780-785 0.019

02 R89-619-785-790 0.018
02 R89-619—790-795 0.019
02 R89-619-795-800 0.015
02 R89-619-800-805 0.013
02 R89-619-805-810 0.015

02 R89-619-810—815 0.015
02 R89-619-815-820 0.015
02 R89-619-820-825 0.020
02 R89-619-825-830 0.009
02 R89-619-830-835 0.011

Bondllr-Clegg. Inc. 
12980--4'V.esi C Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32372.4 

) 

SAl'IPLE 
HUN ER 

ELEl'IENT 
UNITS 

02 R89-619-635-640 
02 R89-619-640-64~ 
D2 R~9-619-645-650 
D2 R89-619-650-655 
D2 R89-619-655-660 

2 R89-619-660-665 
2 R89-619-665-670 

D2 89-619-670-675 
D2 R89-619-675-680 
D2 R89-619-680-685 

D2 R89-619-685-690 
D2 R8 -~19-690-695 
D2 R89-619-695-700 
D2 R89-619-700-705 
D2 R89-619-705-710 

D2 R89-619-710-715 
D2 R89-619-715-720 
D2 R89-619-720-725 
D2 R89-619-725-730 
D2 R89-619-730-735 

D2 R89-619-735-740 
D2 R89-619-740-745 
D2 R89-619-745-750 
D2 R89-619-750-755 
D2 R89-619-755-760 

D2 R89-619-760-765 
D2 R89-619-765-770 
D2 R89-619-770-775 
D2 R89-619-775-780 
D2 R89-619-780-785 

D2 R89-619-785-790 
D2 89-619-790-795 
D2 R89-619-795-800 
D2 R89-619-800-805 
D2 R89-619-805-810 

D2 R89-619-810-81S 
D2 R89-619-815-820 
D2 R 9-619-820-825 
D2 R89-619-825-830 
D2 R89-619-830-83S 

All 
PT 

0.009 
0.007 
0 006 
0.030 
0.012 

0.005 
0.005 
0.003 
0.005 
0.005 

0.011 
0 012 
0.016 
0.009 
0 014 

0.036 
0.009 
0.015 
0.015 
0.012 

0.012 
0.010 
0.013 
0 008 
0.014 

0.010 
0.012 
0.025 
0.018 
0.019 

0.018 
0.019 
0.015 
0.013 
0.015 

0.015 
0,015 
0 020 
0.009 
0.011 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTIO'.'J & TESTl"-iG SER\ ICES 
DATE PRINTED; 10-NOV-89 

I PROJECT: R89-619 

SAl'!PLE ELE ENT Au 
NU,.BER UNITS OPT 

D2 R89-619-835-840 0.015 
D2 R89-619-84 -84 0.009 
D2 R89-619-845-850 0.009 
D2 R89-619- 50-8 5 0.00& 
D2 '89-619-855-a60 0.010 

D2 R 0.010 
02 R 0.004 
D2 R 0.003 
D2 R 0.013 
D2 R 0.01 

D2 R89-619-885-890 0.014 
D2 R89-619-890-895 0.008 
D2 R89-619-895-900 0.018 
D2 R89-619-900-905 0.020 
D2 R89-619-905-910 0.013 

D2 R89-619-910-915 0.010 
D2 R89-619-915-9?0 0.014 
D2 R89-&19-920-925 0.013 
D2 R89-619-925-930 0.017 
D2 R89-619-930-935 0,013 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

lift OHM MI NINO CGRP. 
MR. JIM BA ft'ftON 
P.O. BOX 48S 
DEAD WOOD, SI)
57732

I invoice 

Date

D 015<J'94.

I 4-NOV- 09

P a i j t-> 1

ft e p p t t N o s D 8 9—3 2 3 72. 4 
P v o jf e c t s ft A 9 - 619 
References "'£35-935

SO Analyses of Gold at * 7.00 ft 420.00
Subtotal $ 420.00 t 420

S a mp1e Pre p a ratiov»
GO Samples of Assay Prep at $ 3. 00 * 180.00

983 Samples of Excessive Wetness at $ 0. 20 $ 196.GO
1 Sample of Sample Pickup at $ 12. 00 $ 12. 00

Subtotal * 388.GO $ 388

M i s e e 11 a n e o u s C h a r tj © s
4* S . D. st a t e s ale s t a x $ .1.5.5 4
2X Deadwood city sales tax * 7. 77

Subtotal 2 3. 31 ♦ 23

1nvoice Total f- 831

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR-a.EGG 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32376.4 ( COMPLETE ) REFERENCE INFO: 935-1050

CLIENT: BROHM MINING CORP. 
PROJECT: R89-619

SUBMITTED BY: J, BARRON 
DATE PRINTED: 10-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 83 0.002 OPT Fite Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 23 2 -150 23 Assay Prep 23
Excessive Wetness 483

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, lnc. 
12980 West Cedar Dr. 

~-e\\wd, olorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ISIO'i Of I\CHC •\Pl:: J\SPECTIO~ &. TESTI\G SER\ IClS 

REPORT: D89-32376.4 < COKPLE E) 

CLIENT: BROHl'11'1IHING CORP. 
PROJECT: R89-619 

ORDER 

Au Gold 

D DRILL CORE 

NU11BER 

23 

RENARKS: Final results are reported. 

REPORT COPIES TO: KR. Jil1 BARRON 
1'1R. Jil1 BARRON 

NUKBER OF LOWER 

REFERENCE INFO: 935-1050 

SUBKITTED BY: J. BARRON 
DATE PRINTED: 10-NOV-89 

ANALYSES DETECTIOH LIKIT EXTRACTION IUHOD 

23 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUl1BER 

23 

Fire Assay 

Assay Prep 
Excessive Wetness 

INVOICE TO: KR. JIN BARRON 

23 
.4(!3 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BCBONDAR-CLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

DftTF PRINTED: 10-14110-89
REPORT: 589-32376.4 PROJECT: R89-619 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

B2 R89-619-935-940 0.013
D2 R89-619-940-945 0.019
02 R89-6I9-945-950 0.017
D2 R89-619-950-955 0.014
D2 R89-619-955-960 0.021

02 R89-619-960-965 0.021
D2 R89-619-965-970 0.018
02 R89-619-970-975 0.023
02 R89-619-975-980 0.042
02 R89-619-980-985 0.093

02 R89-619-985-990 0.054
02 R89-619-990-995 0.119
02 R89-619-995-1000 0.083
02 R89-619-1000-1005 0.054
02 R89-619-1005-1010 0.048

02 R89—613-1010-1015 0.020
02 R89-619-1015-1020 0.018
02 R89-619-1020-1025 0.011
02 R89-619-1025-1030 0.038
02 R89-619-1030-1035 0.005

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

ew.o.o<l, olorado 80228 
(303) 989-1404 

~EPORT: D89-32376.4 

SAl'!PLE ELEIIEMT 
NUIIBER UNITS 

D2 R89-619-935-940 
D2 R89-619-940-94S 
D2 R89-619-945-950 
D2 R89-619-950-955 
D2 R89-619-955-960 

D2 R89-619-960-965 
D2 R89-619-965-970 
D2 R89-619-970-975 
D2 R89-619-9?5-980 
D2 R89-619-980-985 

D2 R89-619-985-990 
D2 R89-619-990-995 
D2 R89-619-995-1000 
D2 R89-619-1000-100S 
D2 R89-619-1005-1010 

D2 R89-619-1010-1015 
D2 R89-619-101S-1020 
D2 R89-619-1020-1025 
D2 R89-619-1025-1030 
02 R89-619-1030-1035 

02 R89-619-1035-1040 
02 R89-619-1040-104S 
02 R89-619-1045-1050 

Au 
OPT 

0.013 
0.019 
0.017 
0.014 
0.021 

0.021 
0.018 
0.023 
0.042 
0.093 

0,054 
0.119 
0.083 
0.054 
0.048 

0.020 
0.018 
0.011 
0.038 
0.005 

0.009 
0.004 
0.017 

BC 
BONOAR-CUGG 

A DIVISION OF INC'HCAPE INSPECTIO\J & TFSTl"IG SERVICES 

DATE PRINTED: 10-HQV-89 
I PROJECT: R89-619 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHI1 MINING CORN. 
MR- JIM BARRON 
P.G. BOX 485 
DEAD WOOD, SI>
57732

Invoice s 1)0:10007, Page .t

Date s 14~MUV~89

Report Nos D30-32376« 4 
P r a J e c t s R 8 9 -- 6 i 9 
Re 1 ere nee s 935-105.0.

2 3 A n a I y © e s o f 6 o 1 d at %■ 7.00 Hi 161.00
Subtotal $ 161.00 Hi 161.00

Samp1e Prep a ra tion
S3 Samples of Assay Prep at % 3. 00 * 69. 00
483 Samples of Excessive Wetness at 0. 80 % 96. 60

Subtotal ■l 165.60 $ 165.60

M i. © c e 11 a n e a u s C h a r g e s
4'X S. D. state sales tax $ 6» 68
£% Deadwood city sales tax •)> 3. 31

Subtotal * 9. 93 9. 93

Invoice Iota 1 *» % 336.53 U.S

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado SOW! 
(303) 989-1404 
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